Test Report No.: CANHL24000185701 Date: Jan 10, 2024 Page 1 of 3
Client Name: Maymom LLC
Client Address: 20-7 Aly 19 LN 333, Zhongcheng Rd Zhunan Township, Miaoli County, Taiwan

Sample Description: Breast Pump Flange

Buyer: Amazon, US, UK, China, Canada, EU

Manufacturer: Maymom LLC

Client Ref. Information: Material: PP+TPR; Model: MPO12F-F19 Batch: R20231121-10

The above sample(s) and information were provided by the client.

SGS No.: XMHL2401000058CW
Sample Receiving Date: Jan 03, 2024
Testing Period: Jan 03, 2024 ~ Jan 10, 2024
Test Requested: Select test(s) as requested by the client.
Testing Performed: Follow selected test(s) as requested by client.
Test Requirement Conclusion

1 Regulation (EC) No 1935/2004 of the European Parliament and of the Council of 27

October 2004, Council of Europe Resolution AP (2004) 4 - Overall Migration Pass

Scan to see the report
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M Cai
Kim Cai
Approved Signatory CANHL24000185701
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check.sgsonline.com.cn
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Test Result(s):
Test Part Description:
Material
SN ID Sample No. SGS Sample ID Description (claimed by
the client)
SN1 Al CAN24-0001857-0001.C001 White soft part TPR
Remarks:
(1) mg/dm?2 = milligram per square decimeter
mg/inch2 = milligram per square inches
ug/cm? = microgram per square centimeter
mg/L = milligram per litre
mg/kg = milligram per kilogram
(2) °C = degree Celsius
°F = degree Fahrenheit
(3) <=lessthan
(4) RL = Reporting Limit
(5) ND = Not Detected (< RL).

The ratio of surface area to volume

SGS Sample ID

Overall Migration

CANZ24-0001857-0001.C001

6.0 dm2/kg

Requlation (EC) No 1935/2004 of the European Parliament and of the Council of 27 October 2004,

Council of Europe Resolution AP (2004) 4 - Overall Migration

Test Method:

With reference to Commission Regulation (EU) No 10/2011 of 14 January 2011 Annex IlI

and Annex V for selection of condition and EN 1186-1:2002 for selection of test methods;

EN 1186-3:2022 Test methods for overall migration in evaporable simulants

Test Condition

50% Ethanol(V/V)

Al 70°C,2 hrs

: _— . Al
Simulant used Limit Unit(s) RL (3 Migration) Comment
50% Ethanol(V/V) 60 mg/kg 20 ND Pass

Notes:

(1) Analytical tolerance of evaporable simulants is 2 mg/dm? or 12 mg/kg, analytical tolerance of olive oil
simulant is 3 mg/dm? or 20 mg/kg.

(2) Test condition & simulant were specified by client.

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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Sample Photo:
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CAN24-0001857-0001.C001

SGS authenticate the photo on original report only
*** End of Report ***
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